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DECLARATION OF PERFORMANCE
(according to regulation EU No 305/2011)
Hollow Section S355-J2H
Cold formed hollow sections

produced from non-alloy steel
Grade S355J2H / 1.0576 according EN 10219-1

For use in structural fabrications in accordance with EN 1090
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Durability is also dependent on any method

of protection subsequently applied and the
type and thickness of the coatings

evaluation of factory production control and issued Factory
Production Control certificate 2273-CPR-0025 and Welding
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Tensile Strength:

Yield Strength:

Impact Strength:
Weldability:

Durability:

Dangerous Substances:

EN10219-1

Note: *FF - Fully killed steel containing nitrogen binding elements
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